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Salotti
Art. CLOE Cat. C

Tessuto lavabile in acqua a 30°.

Composizione: 100% PL

Pesoalmtl: 490 gr.

Martindale:  100.000 giri

Altezza: cm. 140

MANUTENZIONE

Per la pulizia ordinaria pu essere usata una spazzola, purché
morbida. Lo sporco e le macchie si possono togliere solo con
detergenti a base di acqua e sapone neutro, usando una
spugna sintetica morbida. Spazzolare periodicamente. In caso
di macchie & sufficiente asportare con un panno asciutto o
carta da cucina assorbente la macchia. In caso di permanenza
0 penetrazione a causa di un’eccesiva pressione, strofinare
lievemente con spugna umida non abrasiva e se necessario
utilizzare una piccola quantita di sapone neutro, da
risciacquare poi con una spugna pulita. Il tessuto & lavabile in
acqua a 30° con centrifugazione ridotta. Per quanto riguarda il
lavaggio, si consiglia di utilizzare una piccolissima quantita di
detersivo neutro, evitando qualsiasi altro additivo. Un eventuale
restringimento nei limiti del 1% circa rientra nella normalita. Il
tessuto non deve essere esposto a forti fonti di luce, specie se
filtrata da vetri e fonti di calore superiori ai 50°.

a norma del decr. legge 883 del 26 novembre 1973
e del decr. legislativo 6 settembre 2005 n° 206 “Codice del Consumo”
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Salotti
ltem CLOE Cat. C

Fabric washable in water at 30° degrees .

Composition: 100% PL

Weight at Imt: 490 gr.

Martindale: ~ 100.000 leno weave
Height: cm. 140

CARE INSTRUCTION

For ordinary cleaning can be used a soft brush. Dirt and stains
can be removed only with water-based cleaners and mild soap
by using a soft synthetic sponge. Brushing regularly. In case of
stains it is sufficient to remove them with a dry cloth or
absorbent kitchen paper. In case of stay or penetration due to
an excessive pressure, rub gently with a damp non-abrasive
sponge and if necessary use a small quantity of mild soap, then
rinse with a clean sponge. The fabric is washable in water at 30
° with reduced spin. As for washing, you should use a small
amount of neutral detergent, avoiding any other additive. Any
shrinkage within the limits of about 1% is normal. The fabric
should not be exposed to strong light sources, especially when
filtered through glass and heat over 50 ° degrees.

W0 A RE




